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Synopsis : 
No. 3 hot strip mill in Chiba Works of Kawasaki Steel started its operation in May 1995. 
The mill meets the strict quality requirements of customers in recent years and expands 
the product size of stainless steel. The dimensional and surface quality of stainless steel 
at No. 3 hot strip mill further advanced by introducing highly accurate and 
high-response thickness gauge control, set-up and dynamic control for optimizing crown 
and flatness at pair cross mill, equipped with on-line roll grinder, and edge-seam control. 
(1) Product size of hard steel strips su
















